
NOTES:
1. IF CONCRETE IS TO BE POURED NEXT TO A CURB #4 REBAR SHALL BE DOWELED 3" INTO CURB AND 4" INTO SIDEWALK.  REBAR SHALL BE

DOWELED A MINIMUM OF 2" FROM TOP OF SIDEWALK AND CURB 24" O.C.

2. SIDEWALKS SHALL HAVE CONSTRUCTION JOINTS EVERY 5'.

3. SIDEWALK SHALL HAVE EXPANSION JOINTS EVERY 50'

4. TOP FRONT OF SIDEWALK SHALL BE PLACED AT 2% GRADE ABOVE TOP BACK OF CURB.

CONSTRUCTION JOINTS TO BE SPACED AT 5'

PLAN VIEW

EXPANSION JOINTS TO BE SPACED AT 50'
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SIDEWALK CROSS-SECTION WITH PLANTER
SEE APWA PLAN NUMBER 231 CONCRETE SIDEWALK
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SEE APWA PLAN NUMBER 231 CONCRETE SIDEWALK
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